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Common Name Botanical Name Janka Hardness 

Rating

American White Oak Quercus Alba 6.0
Australian Chestnut E. sieberi and E. obliqua 8.0

Bamboo 14.7
Blackbutt Eucalyptus Gummifera 9.1
Brushbox Tristania Conferta 9.5

Cypress Pine Callitris Glauca 6.5
Grey Box Eucalyptus Microcarpa 15.0

Grey Iron Bark Eucalyptus Paniculata 16.3
Jarrah Eucalyptus Marginata 8.5
Karri Eucalyptus Diversicolor 9.0

Kempas Koompassia malaccensis 8.5
Marri Corymbia Calophylla 7.1

Membatu Shorea guiso 8.0
Merbau Intsia Bijuga 8.8

Messmate Eucalyptus Obliqua 7.4
Northern Beech Gmelina Fasciculiflora 9.5

Nyatoh Palaquium Spp 4.0
Red Iron Bark Eucalyptus Sideroxylon 11.9

Rosegum Eucalyptus Grandis 7.5
Rosewood Pterocarpus Indicus 4.7

Sheoak Casuarina Fraseriana 5.0
Spotted Gum Corymbia Maculata 11.0

Sydney Blue Gum Eucalyptus Saligna 9.0
Tallowood Eucalyptus Microcorys 8.6

Tasmanian Blackwood Acacia Melanoxylon 5.9
Tasmanian Myrtle Nothofagus Cunninghamii 5.9
Tasmanian Oak Eucalyptus Regnans 4.9

Turpentine Syncarpia Glomerifera 12.0
Victoria Ash Eucalyptus Delegatensis 4.9

WA Blackbutt Eucalyptus Patens 6.9
WA Stringy Bark Eucalyptus Spp 8.5

Wandoo Eucalyptus Wandoo 15.0
White Mahogany Eucalyptus Acmenoides 10.0
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